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The relative deterioration by marine atmospheres
of noble metal platings for electric contacts has been
determined in the interests of improving the reliabil-
ity of electrical connections in the marine environ-
ment and of conserving precious metals. In cooperation
with the Electronics Industry Association P-5.1 Com-
mittee on Electrical Contacts, this Center investigated
the effects of marine and laboratory salt spray atmos-
pheres on various contact platings in order to deter-
mine optimum platings; the emphasis was on platings
with silver underplating. The work described includes
establishment of experimental techniques, equipment
development, a discussion of the marine exposure site
at Ft. Tilden, New York, and the laboratory salt spray
environment and procedures. The results with various
platings show that the use of nickel as an underplating
is very undesirable, but 30 millionths of an inch of
gold over 100 millionths of an inch of silver is supe-
rior, and 30 millionths of an inch of gold over 100
millionths of an inch of copper is adequate in the
marine environment. An examination of 4000 hours of
laboratory salt spray exposure and 108,000 hours
(11-1/2 years) of marine exposure indicates a cor-
rosion acceleration factor ranging from 18 to 25 for
gold-over-nickel plating systems.

ADMINISTRATIVE INFORMATION

This work began as part of the in-house Independent Exploratory De-
velopment (IED) program conducted at the Naval Applied Science Laboratory
(NASL) under IED-20. It was continued at the David W. Taylor Naval Ship

Research and Development Center (DTNSRDC) under the IED* program and was

performed under Work Unit 2773-106.

INTRODUCTION

Reliability studies had shown that the largest portion of failures in

electrical and electronic. circuits was due to electrical connectors.

Physical size limitations in low-power circuits, which is the area of con-

cern here, generally restrict the improvement of connectors to advances in

*s
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contact configurations, surfaces, and materials. Current improvements

concentrate on the use of noble metals to electroplate electrical con-

tacts, but the use of such metals is based on incomplete information on

electrical performance and durability. Suitable materials having minimum

thickness for reliable wear and low contact resistance, particularly at

low-voltage levels, and capable of operation under both industrial and,

especially, marine environments have not been firmly established.

Although commercial requirements may be met without the use of silver

underplating, silver is tentatively considered necessary for inhibiting

corrosion in marine atmospheres. Evidence is needed to demonstrate that

the use of silver is indeed necessary for naval application.

For the above reasons, the Electronic Industries Association (EIA)

P-5.1 Conmittee on Electrical Contacts, in which NASL participated, for-
mulated a program for determining optimum contact platings. Both NASL

and this Center conducted investigations on contact platings for naval

application in a marine atmosphere.

APPROACH

ENVIRONMENTS
The Navy's interest in the electroplating of electrical contacts is

unique in that the Navy operates in a corrosive marine environment. NASL,

in cooperation with the Electronics Industry Association P-5.1 Committee

on Electrical Contacts, formulated a program to determine optimum plating

material for electrical contacts used in such an environment. This re-

quired the development of experimental techniques, equipment, and proce-

dures that would be employed by all participating laboratories regardless

of the environment with which each was concerned.

The EIA Committee established the following guidelines and objectives

for its program:

1. confine attention to electroplatings of electrical contacts and

not to geometry or contact life,
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I,
2. develop methodology to determine the efficacy of various types of

platings, and

v 3. investigate exposure sites and their relationship to the applica-

tion environments, namely,

a. industrial/urban,

b. sulphurous,

c. elevated temperature, and

d. marine.

In addition, NASL agreed to conduct an investigation of the effect of

laboratory salt spray on the plating of electrical contacts. It was im-

portant to the study to select one type of basic metal for the contact,

preferably from one manufacturer, and one geometry of contact. This

would eliminate as many variables as possible from the experiment and

facilitate correlation between cooperating laboratories. It was recog-

nized that future investigations should be made into the effects of wear

and the possible advantages of lubrication, but not until one or severalI good finishes for each environment had been established.
The studies of the effect of the marine corrosive environment and

laboratory salt spray were initiated at NASL, using the techniques devel-

oped by Glowasky,* and continued at DTNSRDC. The environmental study into

the effects of an industrial/urban atmosphere was assigned to Bell Tele-

phone Laboratories, while the sulphurous atmosphere study was assigned to
Burndy Research Division.

CONTACT SIZE AND PLATING

To keep the size of the program manageable - i.e., provide the maxi-

mum amount of statistically useful information with the minimum number of

specimens - it was agreed to study the following five combinations of

platings (nine thicknesses) on sizes 16 and 20 MIL-C-26636-type pin-and-

socket contacts:

*Glowasky, A., "Investigation of Platlngs of Electrical Contacts,"
U,S. Naval Applied Science Laboratory Report lED 20 (8 Apr 1968).
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Gold ove SIie

2. Gold 3lO6in 76l 4m)/lvr[0X06i.
-4

(25.4X10 m)

3. Gold [50OX10 6 in. (l25.4XlO- nmm)]/Silver [200X10 6  .

(250.8X104 mm)] 
in.

4. Gold [50X10-6 in. (7.67X10 4 Tmm) ]fIS1ikel [lOOXlO- in.
-4

C25.4X10- mm)]

5. Gold FlOXlO6 in. (27.6X.10 mm 1/Nickel [01 in.

(25.4XlO 
4 m)

6. Gold O10 n. (2.XO4mm) I/NCoper [lOOXiC - in.

(25.4X10 mm)]

7. Gold [lOXlO- 6 in. (254X14 mm) ]/Copper [iOOX10O in.
-4(25.4X10 mm)]

Rhodium over Bright Nickel

8. Rhodium [20-30X106 in. (51761-4mm)]/rgtNce

[100X10 0 in. (25.4X10' nn)]

4



Rhodium over Silver

-649. Rhodium [20-30X10 in. (5.1-7.6X10- 4 mm)I/Silver (100X10- 6 in.

(25.4X10- 4 mm)]

ThE. Amphenol Corporation furnished a sufficient number of size No.

16 and No. 20 unplated pin-and-socket contacts manufactured from their

leaded copper full-hard alloy 126. Nu-Line Industries plated all the

contacts in accordance with the Bell Telephone Laboratories' (BTL) Spec-

ification WL-2250.101, Issue 8, for electroplated finishes.

CONTACT HANDLING

Upon receipt of all the electroplated contacts at NASL, no effort was

made to clean them since they were to be handled in the same manner as

would be electroplated contacts received from any contant manufacturer.

Precautionary measures were taken, however, to avoid further contamination

of the specimens. The electroplated contacts and related components were

crimped and wired in a clean, controlled atmosphere by technicians using

disposable vinyl examination gloves.

PROCEDURE

SAMPLE SELECTION
Approximately fourteen specimens were withdrawn from each size and

type of electroplated contact for plating thickness measurements. The

contacts were first measured with the Betascope using the Beta Ray method

and then were sectioned for verification measurement with a toolmaker's

microscope.

CRIMPING AND WIRING

Twenty plated contacts were allotted for each size and type of con-

tact for each environment. Each pln-and-socket contact was crimped to

two separate conduct'ors (one was a current lead; the other, a voltage

lead). A Buchanan MS3191-1 crimping tool with a MS3191-20A positioner

5



was used for the two size No. 24 wires and a MS3191-16A positioner was

used for the two size No. 22 wires to perform all the crimping of respec-

tive 2-wire conductors to each plated contact. The best combination of

conductors was experimentally determined to be two No. 22 stranded wires

for the size 16 contact and the two No. 24 stranded wires for the size

No. 20 contact. Navy Type E, MIL-W-16878/4A, 7-strand, white Teflon

insulated wire was used throughout. The opposite ends of the two wires

emanating from each pin-and-socket contact were soldered into a 50-contact

Amphenol connector (Part No. 57-20500). Ten such pin-and-socket contacts

wired with 40 conductors were soldered to each Amphenol 50-contact con-
nector.

CONTACT MATING

Ten of these contacts were mated only once prior to installation in

the field environment; the remaining ten contacts were mated 100 times at

a rate not exceeding one engagement every 5 min. This relatively long

interval between engagements avoids possible overheating and relieves

stresses of the contact surfaces. The mating of the contacts was accom-

plished by a specially designed reciprocating mechanism, as shown in Fig-

ure 1, which was automated to permit ten pin-and-socket contacts to be

mated once every 5 min, with a mating cycle (insertion and withdrawal)

lasting 10 sec.

CONTACT-RESISTANCE MEASURING CIRCUIT

Ten wired mated contacts were connected into a 10-position transfer

switch, through which their resistances were measured with a Keithley

Model 502A Milliohmeter. During cycling, resistance measurements were

made on the contacts after every 25th cycle of engagement by utilizing a

4-wire contact-resistance measuring circuit.

Each group of ten wired pin-and-socket contacts was t-hen mounted in

a plastic fixture. These fixtures measured 2-3/4 in. (6.99 cm) wide,

2-1/2 in. (6.35 cm) high, and 4 in, (10.2 cm) long and were constructed

of 1/4-in. (0.63-cm)-thick epoxy glass, assembled with stainless steel

nonmagnetic screws. Thirty-six such fixture assemblies - 18 fixtures of
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size No. 20 contacts and 18 fixtures of size No. 16 contacts - were pre-

pared for the nine different types of electroplated contacts. All 36

wired fixtures were mounted on a stainless steel stand measuring 15 in.

(38.1 cm) wide, 19 in. (48.3 cm) long, and 12-5/8 in. (32.1 cm) high. The

complete wired assembly, shown in Figure 2, was shock mounted on four

layers of 1/4-in. (0.63-cm)-thick isomode pads. This was done to avoid

mechanical disturbance of any films that would form in the contact area.

The assembly was housed in a louvered aluminum shelter, 30 in. (76.2 cm)

X 30 in. (76.2 cm) X 19 in. (48.3 cm), similar to a Stevenson Screen,

mounted on a stainless steel terminal rack, as shown in Figure 3, in front

of the exposure housing, and protected by an aluminum cover sealed to the

base by a neoprene gasket. In addition, numbered electrolytic copper

panels 1/2 in. (0.51 cm) X 1 in. (2.54 cm) X 1/32 in. (0.07 cm) thick,

prepared by Bell Telephone Laboratories, were mounted alongside the stain-

less steel stand with glass thread as shown in Figure 3. These copper

panels were removed at monthly intervals and returned to Bell Telephone

Laboratories where the amount and types of tarnish films were analyzed.

By exposing a set of these panels at the start of this study and measuring

the tarnish rate, it is possible to compare the corrosiveness of the en-

vironment of thii study with that of any other study, no matter when the

study is started. This technique also permits the study of climatic var-

iations from year to year.

Upon completion of the assembly, the entire shelter was transported

to the marine field exposure site at Ft. Tilden, NY, and shock mounted on

five layers of 1/4-in. (0.63-cm)-thick isomode pads, 2 ft above the

ground, on a special supporting structure facing the ocean, without ob-

struction, approximately 300 ft (91.44 m) from the shoreline and 40 ft

* (12.2 m) above the mean low water (Figure 4).

Periodic resistance measuremsents were recorded on all 360 plated

specimen contacts mounted within the modified Stevenson Screen enclosure

at the marine site during the 11-1/2-yr exposure period.

After 17 months of exposure (January 1966 to June 1967) there was

ample evidence of salt spray corrosion to components of the externnl sup-

porting structure. However, no salt spray corrosion was noted within he

7



Stevenson Screen enclosure. It therefore appeared evident that the salt- U'
laden atmosphere must have consisted of salt and moisture in such a par-

ticulate form and size as to have been prevented by the glass wool filter

from entering the enclosure holding the specimens. These filters were

replaced, therefore, with type 316 stainless steel wire screening (0.009-

in. (0.23-mm)-diam wire, 18 x 18 mesh) which permitted a freer entry of
the salt-laden marine atmosphere while preventing insects and other debris

from entering the contact specimen area (Figure 5).

LABORATORY SALT SPRAY

A similar stainless steel stand was assembled with only 18 fixtures

of ten wired contacts, each of size No. 20 contacts. For this type of

plating, ten of these contacts were mated only once; the remaining ten

contacts were mated 100 times. These contacts were wired identically to

those installed at the exposure site at Ft. Tilden, NY.

The completed assembly was shock mounted on four layers of 1/4-in.

(0.63-mm)-thick isomode pads placed on top a 1/4-in. (0.63-mm) stainless

steel base and installed in a modified laboratory salt spray environment

as shown in Figure 6.

This assembly of 180 plated contacts was then subjected to a salt

spray fog (corrosion) utilizing a 5% salt solution, as outlined in method

IOIC of MIL-STD-202C. In order to utilize maximum corrosion time, the

contacts were subjected to the salt spray fog corrosion for 64 hr, rinsed

and washed in tap water for several hours, then dried for 24 hr, after

which time contact resistance measurements were recorded. The electrical

contacts were again submitted to the salt spray for corrosion for another

48 hr, rinsed and washed in tap water, dried, and then contact resistance

measurements were recorded. This was accomplished over a 7-day period.

The procedure was repeated continuously until the electrical contacts

were subjected to a total of 4000 salt-spray-fog hours, with electrical

contact resistances being recorded at the end of each salt spray corro-

sion period.

8



RESULTS

PLATING MEASUREMENTS

The unplated contacts furnished by Amphenol Corporation were plated

by Nu-Line Industries. Results of these platings, shown in Table 1, indi-

cate a wide variation in plating thickness for each plating requirement.

These variations were recognized and tolerated because they were represen-

tative of plating state of the art. Uniformity of plating is difficult

to control because of variations in plating solutions, temperatures, cur-

rent density, cleanliness, and quantity of contacts involved.

WEAR PRECONDITIONING

The resistance measurements of the plated contacts which were pre-

conditioned for 100 cycles showed only slight variation in contact re-

sistance during the insertion and withdrawal matings. With only one

exception, there was no significant difference in the average contact

resistance of the contacts that were mated 100 times as opposed to those

that were mated only once. The exception was that those contacts that

were plated with rhodium over nickel and were mated 100 times showed an

average contact resistance approximately 30% higher than the contacts

that were mated only once.

MONITORING PANELS

The data on tarnish film thickness for the copper panels exposed at

the Ft. Tilden exposure site is given in Table 2. The data should only

be considered significant to the nearest 100R. Film composition and

thickness for these control panels were determined by the cathodic reduc-

tion method. It is known that corrosion films do not form at a uniform

rate over the entire surface of the panel. However, in order to report

an apparent thickness, one must assume uniformity of tarnish films.

Thickness anomalies such as shown by panels 2 and 3 can occur and should

not be of concern. There was no indication of sulphide tarnish films;

this indicates a marine environment free of sulphide contamination.

9
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TABLE 2 - TARNISH FILM THICKNESS ON
COPPER CONTROL PANELS

Film Removal Panel Average Thickness (Angstroms)
Date No. Cuprous Oxide Cupric Oxide

2/8 1 173 0

3/10 2 625 60

4/11 3 565 118

5/12 4 520 107

6/9 5 577 149

7/7 1966 6 657 149

8/11 7 692 328

9/7 8 857 83

10/14 9 1695 113

11/16 10 1775 179

12/15 11 2363 0

2/15 12 2929 0

3/27 13 4427 0

4/20 1967 14 5630 0

5/18 15 5096 0

6/21 16 6138 0
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/
MARINE EXPOSURE MEASUREMENTS

The data obtained at the Ft. Tilden site have been summarized in

Tables 3 and 4. Seventeen months of seaside exposure (January 1966-

June 1967) produced no appreciable change in contact resistance according

to the measurements shown in these tables. Examination of the interior

of the screened area showed no visual evidence of salt corrosion. Tests

were then made by swabbing all interior surfaces with sterile cotton swabs

wetted with distilled water. The swabs were chemically analyzed by means

of a silver nitrate solution for the presence of sodium chloride. Re-

sults showed that there was no sodium chloride present within the screened

enclosure. There was, however, ample visual evidence of salt spray cor-

rosion to components of the external supporting structure. It was con-

eluded that the salt-laden atmosphere consisted of salt and moisture in

such particulate form and size that it had been prevented from entering

the specimen enclosure by the glass wool filters shown in Figure 4. The

glass wool filters were replaced with the stainless steel mesh screen
filter shown in Figure 5 in order to permit the salt-laden marine atino-

sphere to come in contact with the plated specimen contacts. Prior to

removing the glass wool filters from the Stevenson Screen enclosure in

June 1967, there appeared to be only copper oxide corrosion of the small

copper monitoring panels. After the glass wool filters were replaced

with the stainless steel mesh screen filters, however, there was definite

visual evidence of a green-colored (copper chloride) corrosion, indicat-

ing the presence of salt.

The data shown in Table 3A from the subsequent measurements made

during the period from June 1967 to November 1967, reported* in April

1968, indicate a slight increase in resistance of the gold-over-nickel

and rhodium-over-nickel plated specimens, while no significant change was

noted in the gold-over-silver and gold-over-copper plated specimens as

shown in Figure 7. Measurements made in August 1970 and June 1977 indi-

cate an increase in resistance of the gold-over-nickel plating by one to

*Glowasky, A., "Investigation of Platings of Electrical Contacts,"
U.S. Naval Applied Science Laboratory Report IED 20 (8 Apr 1968).
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two orders of magnitude and a factor of five increase in the rhodium-over-

nickel plating. There was still no significant change in the gold-over-

silver and gold-over-copper specimens.

LABORATORY SALT SPRAY EXPOSURE MEASUREMENTS

The data shown in Tables 5A and 5B for the gold-over-silver plating,

after 4000 hr of exposure to laboratory salt spray at NASL, indicates no

significant change in the average contact resistance. The data for gold-

over-nickel plating indicates an increase of two to three orders of mag-

nitude in the average contact resistance. The data for gold-over-copper

plating shows no significant increase in the average contact resistance.

The data for rhodium-over-nickel plating shows an increase of three orders
i of magnitude in the-,average contact resistance. The data for rhodium-

over-silver plating shows a slight increase in the average contact re-

sistance.

ANALYSIS

MARINE VERSUS LABORATORY SALT SPRAY EXPnSURE

An analysis was performed on the average contact-resistance measure-

ments made on all of the size No. 20 MIL-C-26636 contacts. Size No. 20

was the only size subjected to both the marine exposure of 11-1/2 yr

(108,000 hr) and the laboratory 4000-hr salt spray exposure. The only

contacts whose contact resistance showed any significant change during

exposure were the nickel underplated and rhodium plated contacts, as shown

in Tables 3 and 4 and Figure 7. In order to determine what the accel-

eration factor is between marine exposure and laboratory salt spray ex-

posure for the plating systems that showed significant change in contact

resistance, the laboratory salt spray curve was modified. A multiplica-

tion factor was applied to the time scale of the laboratoey salt spray

curve. This multiplication factor was selected to give a good fit of the

laboratory salt spray exposure curve to the marine exposure curve.
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GOLD-OVER-NICKEL PLATING

* As shown in Figures 8a and 8b, multiplication factors of 25 and 28,
* respectively, were applied to the time scales of the laboratory salt spray

measurements. The figures compare contact-resistance values in the marine
and the laboratory environments for plated contacts subjected to initial

mating only (Figure 8a) and to 100 cycles of insertion and withdrawal
prior to exposure (Figure 8b). The contacts were size No. 20 plated with

Sin. (7.6X10 mm) gold over lOOXlO in, (25.4X10-4 mm) nickel.
Figures 9a and 9b, which have multiplication factors of 21.5 and 18,

respectively, for the time scales of the laboratory salt spray measure-
ments, show contact-resistance values for size No. 20 contacts plated

with 10OXO -6 in. (25.4X10- 4 mm) gold over 10OX10- 6 in. (25,4X10-4 mm)

nickel.

RHODIUM-OVER-NICKEL PLATING

As shown in Figures lOa and lOb, multiplication factors of 71 and
66, respectively, were applied to the time scales of the laboratory salt

spray measurements. The values shown are for contacts subjected to ini-
tial mating only (Figure 10a) and for 100 cycles of insertion and with-

drawal prior to exposure (Figure 10b). The contacts were size No. 20
plated with 20X10- 6 in. (5.1XlO- 4 mm) rhodium over 10OXI0- 6 in. (25.4X

10-4 mm) nickel.

RHODIUM-OVF'-SILVER PLATING

As shown in Figures lla and llh, multiplication factors of 120 and

70, respectively, were applied to the time scales of laboratory salt

spray measurements. The contacts were subjected to initial mating only
(Figure 1la) and 100 cycles of insertion and withdrawal prior to exposure

(Figure llb). These size No. 20 contacts were plated with 20XIO-6 in.

(5.1XIO-4 mm) over lO0Xl0"6 in. (25.4X10-4 mm) silver.
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CONCLUSIONS

COPPER CORROSION MONITORING PANELS

Thk copper corrosion panels data obtained at Ft. Tilden, NY, showed

no indication of atmospheric sulhide, but there was ample evidence of

salt spray corrosion of the structure fittings. The site was deemed

suitable for obtaining marine exposure corrosion data free of industrial

atmospheric contamination.

STEVENSON SCREEN ENCLOSURE

The presence of salt spray corrosion within the Stevenson Screen

enclosure with glass wool filters was investigated for the 17-month ex-

posure period (to June 1967) by swabbing all interior surfaces with ster-

ile cotton swabs wetted with distilled water. A chemical analysis was

made of these swabs using a silver nitrate solution. The analysis showed

no trace of salt. An analysis of the copper corrosion panels during this

same period also indicated the absence of salt corrosion. However, when

glass wool filters were replaced with stainless steel mesh screen filters,

there was definite visual evidence of salt spray corrosion within the

enclosure and evidence of green corrosion deposits on the copper corrosion

panels. It was therefore concluded that chloride was present within the

screened enclosure. It was also concluded that the salt and moisture in

the atmosphere was of such particulate form and size as to be prevented

from entering the specimen enclosure by the glass wool filters.

INSERTION-AND-WITHDRAWAL PRECONDITIONING

The 100 cycles of insertion-and-withdrawal preconditioning did not

significantly affect the contact resistance of the gold-plated specimens.

MARINE EXPOSURE

The results of exposure of plated contacts at the Ft. Tilden, NY,

marine environment have shown that there was no significant change in the

resistances of the various plated contacts from the initial measurement

to November 1967. This lack of any change occurred even though there was
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evidence of salt spray corrosion within the Stevenson Screen enclosure

after the installation of the stainless steel mesh screen in June 1967.

The measurements made in August 1970 and June 1977 indicate that nickel

underplating is undesirable because of the relatively high increase in

contact resistance in the contacts with gold-over-nickel and rhodium-over-

nickel underplating. There was no significant increase in contact re-

sistance in the gold-over-ailver and gold-over-copper plated contacts.

Therefore, while 30 millionths of an inch (7.6X10-4 mm) of gold over 100

millionths of an inch (25.4X10-4 mm) of silver is superior, 30 millionths

of an inch (7.6X10" 4 mm) of gold over 100 millionths of an inch

(25.4X10"4 mm) of copper is adequate for naval applications in a marine

atmosphere.

LABORATORY SALT SPRAY EXPOSURE

The results of exposure of plated contacts to 4000 hr of laboratory

salt spray environment also showed no significant increase in contact re-

sistance in the gold-over-silver and gold-over-copper plated contacts.

Therefore, the same conclusion can be drawn that, while 30 millionths of

an inch (7.6X10 4 mm) of gold over 100 millionths of an inch (25.4X10" 4 mm)
of silver is superior, 30 millionths of an inch (7.6XlO4 mm) of gold over

100 millionths of an inch (25.4X10 4 mm) of copper is adequate for the

naval applications in a marine atmosphere. The results also indicate that

nickel underplating is undesirable in a salt spray environment because of

the relatively high increase in contact resistance in the contacts with
gold-over-nickel and rhodium-over-nickel underplating.

PLATING THICKNESS

Conclusions as to the adequncy of the gold platings are made with due

regard to the inherent variations in such platings produced by even the

best current commercial practice. As Table 1 shows, there are overall

variations in gold thicknesses ranging from about 80% above the

nominal to 502 below the nominal 30 millionths of an inch
(7.6X0"4 mm). The conclusions as to the adequacy of platings are
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therefore conditional on the plating quality or porosity, as well as on

the actual thickness an represented by the lower limit in the variation

of plating thickness (Table 1).

LABORATORY SALT SPRAY ACCELERATED ORROSION

The results of fitting the average contact resistance curve for

4000 hr of laboratory salt spray exposure to the average contact re-

sistance curve for 108,000 hr of marine exposure indicate that the lab-

oratory salt spray gives apparent acceleration factors of 25 and 28 for

30 millionths of an inch of gold over 100 millionths of an inch of nickel

plating. For 100 millionths of an inch of gold over 100 millionths of an

inch of nickel, the acceleration factors are apparently 18 and 21.5.

The acceleration factors for 20 millionths of an inch of rhodium over

100 millionths of an inch of nickel are apparently 70 and 66. The accel-

eration factors of 120 and 70 for rhodium over silver show a variance

whict, makes it inconclusive as to whether these acceleration factors are

valid or useful. The slight variance in the apparent acceleration factors

for the gold-over-nickel plating systems may be accounted for by the pre-

conditioning of 100 mating cycles (insertion and withdrawal) for one

group of specimens as opposed to a single mating for the other group.

The contact resistance measurements made on contacts with gold-over-

silver and gold-over-copper plating show a relatively small change for

both the marine exposure and laboratory salt spray exposure. That small

change in contact resistance indicates that there is no significant accel-

eration factor for the gold-over-silver and gold-over-copper plating sys-

tems using the laboratory salt spray exposure.

RECOMMENDATIONS

MIL-C-26636 CONTACT PLATING

In view of the adequate performance of the gold-over-copper plated

contacts in a marine and laboratory salt spray environment, it is recom-

mended that silver underplating no longer be required for naval applica-

tions. Under normal conditions of actual use, as represented by the
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repeated matings described in this investigation, the plating of 30 mil-

lionths of an inch (7.6Xi0- 4 mm) of gold over 100 millionths of an inch

(25.4XO 4 mm) of copper is recommended. However, it is also recommended

that quality assurance provisions be incorporated in the contact spec-

ifications to insure that the actual thickness of the plating be held

within the lower limit in variation of plating thickness shown in the

report.

LABORATORY SALT SPRAY ACCELERATION FACTOR

An analysis of the results of exposure of the contacts to a marine

environment and to laboratory salt spray Method lOl.C of MIL-STD-202C

indicates that the acceleration factor derived by curve fitting is con-

sistent for the gold-over-nickel plating system. The poor performance of

the nickel underplated contacts in both types of exposure indicates a

possible continuing source of failure. It is therefore recommended that

nickel underplating be avoided, where possible, for naval shipboard

applications.

INVESTIGATION METHODS AND PROCEDURES

It is recommended that the methods and procedures adopted for this

investigation be used as guidelines in the study of plating of electro-

plated electrical contacts subjected to industrial/urban, sulphui•ous,

and elevated temperature environments so that the results of all investi-

gations can be correlated.

In a marine environment where salt spray atmosphere corrosion is to

be studied, it is recommended that a modified Stevenson Screen enclosure

with type 316 stainless steel mesh screen filter be utilized in order to

permit the passage of the salt-laden atmosphere to the plated specimens

inside the enclosure.
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INJARY, TEMPORARY, OR PROPRIETARY NATURE OR OF LlN',JTED lNlT`;FE¶"T OR~~C f~7

THEY CARRY A DEPARTMENTAL ALPHANUMERICAL IDEN,'!-CAth7ll5'

TE:~M \IN" L Ml E M0R A N0A. A N i NF CFa,,!AL S E-R IS. G~Q 0 f2V.
0ý LJF01TED USrE AND INTEREST., THEY ARE PRPPAR!LY (<G A'

JSF5~, T HEY C0ARRY AN lDEN%,Tlf:Y:N's "UM,!ER'~%~fY*
~IiE7Ž.CfDFE OF THE ORIGINATING DPART"~ENT. AN"' 711 ST .

£ST APPROVED By THE HEAD OF THE ORIGW~ATING U--"A Y......0 AI


